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FTEEAL SR MRS R R A ]

Applicant ~ SUZHOU HUAPENG HEAT-SHRINKABLE MATERIALS CO.,.LTD

ook TR XL TR K6

Address 6 XISHUI RD., WANGSHAN INDUSTRIAL PARK, WUZHONG DISTRICT,
SUZHOU CITY

DA RURAZ A i B AR A B i FRE A SRR

The following sample(s) and sample information was/were submitted and identified by/on
the behalf of the client

FE AR WERSNRERE/ WA T

Sample Name Inside Glassfiber and Outside Silicone Rubber Tubes/Inside Silicone
Rubber and Outside Glassfiber Tubes

PR H 2018. 01. 09

Sample Received Date Jan. 9, 2018

A 300 2018.01. 09—2018. 01. 12

Testing Period Jan. 9, 2018 to Jan. 12, 2018

K E R HZ W T L.

Test Requested Please refer to the following page(s).

R SR /A 45 2R HZ W T L.

Test Method/Test Result(s) Please refer to the following page(s). nspection & T

& vF’j;‘-”Z\

Reviewed by
H HA
Date 2018.01.12

No. R295823767

P EmEFRFEFTENE 1996 =
Ne. 1924, Hinjingizo Road, Pudong MNew District Shanchai China
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KPR M2 Sk, AT RE P 4T (Ph), 4% (Cd), 7k (He), 75

B (Cr(VI)), 2RI (PBBs), ZiR KWk (PBDEs), 4P —HR
% (DBP, BBP, DEHP, DIBP) BEATHIIA.
Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury

(Hg), Hexavalent Chromium(Cr(VI)), Polybrominated
Biphenyls(PBBs), Polybrominated Diphenyl Ethers(PBDEs),
Phthalates(DBP, BBP, DEHP, DIBP) in the submitted sample(s).

K4S Test Method

MR H N WARFS WA 2
Test Item(s) Test Method Measured Equipment(s)
#% (Pb) Lead (Pb) TEC 62321-5:2013 ICP-OES
%% (Cd) Cadmium (Cd) IEC 62321-5:2013 ICP-OES |
l
]
% (Hg) Mercury (H) IEC 62321-4:2013 - ) N
NS (Cr (VI) ) Hexavalent IEC 62321-7-2:2017#1/8¢IEC .
T = UV-Vis/ICP-OES
Chromium(Cr(V1)) 62321-5: 20133 B 5 7 *
IEC 62321-7-2:2017 and/or determination
of Total Chromium by IEC 62321-5:2013 [I§:
% WL (PBBs) Polybrominated IEC 62321-6:2015 GOMS s
Biphenyls(PBBs) )
% W 2Kk (PBDEs) Polybrominated IEC 62321-6:2015 GCMS
Diphenyl Ethers(PBDEs)
AR — FIRNE (DBP, BBP, DEHP, DIBP) TEC 62321-8:2017 GC-MS
Phthalates(DBP, BBP, DEHP, DIBP)
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KM ZE R Test Result(s)
TR T Pr TR IR
Tested Item(s) Result MDL
7 (Pb) Lead (Pb) N.D. 2 mg/kg
%% (Cd) Cadmium (Cd) N.D. 2 mg/kg
7k (Hg) Mercury (Hg) N.D. 2 mg/kg
NS (Cr (VI)) Hexavalent Chromium N.D. 8 mg/kg
(Cr(VD)
e 4R TR R
Tested Item(s) Result MDL
ZRELTR (PBBs) Polybrominated Biphenyls(PBBs)
—{RIEZA Monobromobiphenyl N.D. 5 mg/kg
TR Dibromobiphenyl N.D. 5 mg/kg
—{REIK Tribromobiphenyl N.D. 5 mg/kg
VUVRIKEZK Tetrabromobiphenyl N.D. 5 mg/kg
TLIREEA Pentabromobiphenyl N.D. 5 mg/kg
INIREXOR Hexabromobiphenyl N.D. 5 mg/kg
L REEZK Heptabromobiphenyl N.D. 5 mg/kg
JUIREXZR Octabromobiphenyl N.D. 5 mg/kg
JLIREEZL Nonabromobiphenyl N.D. 5 mg/kg
+RIEZ Decabromobiphenyl N.D. 5 mg/kg
WA &R T3 ¥ER H R
Tested Item(s) Result MDL
% ¥R — KRk (PBDEs) Polybrominated Diphenyl Ethers(PBDEs)
—yR K Monobromodiphenyl ether N.D. 5 mg/kg
YR IKWE Dibromodiphenyl ether N.D. 5 mg/kg
— YR KWk Tribromodiphenyl ether N.D. 5 mg/kg
VYR K Tetrabromodiphenyl ether N.D. 5 mg/kg
TR KMk Pentabromodiphenyl ether N.D. 5 mg/kg
NIRRT Hexabromodiphenyl ether N.D. 5 mg/kg
LR KWk Heptabromodiphenyl ether N.D. 5 mg/kg
J\IR KM Octabromodiphenyl ether N.D. 5 mg/kg
JLIR KM Nonabromodiphenyl ether N.D. 5 mg/kg
1R KM Decabromodiphenyl ether N.D. 5 mg/kg

]

&
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AT H &R FriA H R
Tested Item(s) Result MDL
LRZK _HEREE Phthalates
BA WL —1E T #5 (DBP) Dibutyl 348 mg/kg 50 mg/kg
phthalate(DBP) CAS#:84-74-2
LR —HR T 2% 15 (BBP) Butylbenzyl N.D. 50 mg/kg
phthalate(BBP) CAS#:85-68-7
SRR HIR — (2- 4K L) lig (DEHP) N.D. 50 mg/kg
Di-2-ethylhexyl phthalate(DEHP)
CAS#:117-81-7
A8 W 5% T g (DIBP) Diisobutyl 180 mg/kg 50 mg/kg
phthalate(DIBP) CAS#:84-69-5
TRAAE /AR W, AEmE, b, BRI
Tested Sample/Part Description Mixed test, white weave, white, black silicon rubber
B TR, W, RZAFREEEER.
RERER, NHEHETEESWR, WRERARRRE WA TP
—FMER— RS E.

-N.D. =R ChFI5ER 1R
-mg/kg = ppm = Hn2Z—

Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
As specified by client, the test was conducted by mixing several samples
together. The result(s) shown on this report may be different from the content of
any homogeneous material.

-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
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KDFFE Test Process
L. 45 (Pb), #(Cd), #(Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)

— Ll - - >
FRETRM T AR , ARSI | IRRE
Weigh sample and placeit [, 4 digesti on reagent Digest the sample
ina vessel
[SEE R Ry n
ROATEREE e RIS
Dy A shing/ Fesidue
Allali Fusion/ iTiE
FAI g'* EES EEFARER Acid Dissclution Filtration
Analyzedty [« Makeup with
ICP-OFES deionized water —
i
Solution
2. 7k (Hg)
Mercury (Hg)
R ST R AR A 2R T T TERE AR AR S
Weigh sample and placeitina  [——q a4 digestion rea gent ::> Diigest sarmple in mi o owave
rmicrowave di gestion vessel digestion oven

FRRRES B ATH -
Y =
! Residue
AllaAli Fusi ond e
. . . A e
,EFJICF—OES EETNEDS Acid Dissolution Filtration
ST (—] Make up with
Analyzed by dei onized water
ICP-CES s
Solution

3. ZWECK (PBBs), ¥R —%Mk (PBDEs)
Polybrominated Biphenyls(PBBs) , Polybrominated Diphenyl Ethers(PBDEs)

MEELTEER AaMENER e =B
Weigh sampleandplace =N Extracted with —
itina thimhle organic solvent Concentrate the extract
FGC-MS5H 47 BEailasTs BEERERESERA
— Makeup with v  Transferthe extractintoa
ﬁnalyzedhjr GC-MS urganic solwvent volumetric flask

N 7T Wiy N /



CTi

Test Report

RlUE =

WEMS  ECLOIKO0I888013E He o L7
Report No. ECLO1KO001888013E Page 6 of 7
4. 4RZ _H¥RWs (DBP, BBP, DEHP, DIBP)
Phthalates(DBP, BBP, DEHP, DIBP)
MEFLTEEH A EMER AR =R
Weigh sampleandplace =N Extracted with —

itina thimhble

organic solvent

Concentrate the extract

ll

FAGC-Msmif
Analyzed by GC-MS

i

AEEMNES
Mlakeup with
organic solvent

BREEREREEERM
Transferthe extractintoa
volutnetric flask

5. A (Cr(VD)
Hexavalent Chromium(Cr(VI))

ﬁ%ﬁ%ﬁ@ﬁﬂ L] macHmRER RS
Weigh sample andplaceit ——4 444 digestion reagent Dige st the sample
in a vessel
A S EpHE .
i L L b H .
RS0 S P et nd. di
A dd test solution “—{ Adjustthe pH value — C ool and filter
ofthe solution
1L
A (B RAEBTKRER RUV-Vissh i
AdjustthepH value —»2  Make up with Analyzedby UV-Vis
of the solution deionized water yEREY

NL v W S
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FEan I R

Photo(s) of the sample(s)

***T&%%;ﬁ***
*** End of report ***

75 B Statement:

Lo RIS TofHE AR < B R o S 4 5 02
This report is considered invalidated without approval signature, special seal and the seal on the
perforation;

2. AR SBERE B B HIEE SR, ARG NN RS AT, CTURAR SE S
The sample(s) and sample information was/were provided by the client who should be responsible for
the autenticity which CTI hasn’t verified,;

3. ASHR AR SO IR AL S A T s
The result(s) shown in this report refer(s) only to the sample(s) tested;

4. REcCTIHIFE, AEH RHIAMR S
Without written approval of CTI, this report can’t be reproduced except in full;

5. AR IR S RIS N A TSN A ZE S, BLR SO HE.

In case of any discrepancy between the English version and Chinese version of the testing reports (if
genrated), the Chinese version shall prevail.
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Holline: 400-6788-333  www.cli-cer.com  E-mail: info@cti-cert.com  Complaint call: 0755-33681700 Complaint E-mail: complaint@cti-cert.cor
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